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LIBERTY PROMISE
BEFORE

SCOPE OF WORK

1. Mechanical treatment carried out in all
recommended areas.

2. Degreasing and HP washing carried out
with fresh water at 250bar.

3. 1st T/U Intershield 300, Bronze 150mic

applied.

4. Final F/C Intergard 740, Surf Grey 50mic
applied.

d. All markings are carried out in all recommended
areas.

6. All the activities have been inspected and

approved by International Paint Inspector.
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AMWAJ

SCOPE OF WORK

1. Hard Scrapping Done on Vertical and Flat
Bottom of Hull.

2. H.P Washing done at 250 Bar.

3. Flat Under Water & Vertical Under Water
Area Blasting SA 1.0 & Top Side Spot Blasting
SA 2.0 Done.

4. H.P Washing with Fresh Water Done.

5. 1st F/C Intertuf 262, Red 200 mic applied.

6. 2nd F/C Intertuf 263, Grey 175 mic applied.

7. Flat Under Water & Vertical Under Water Area Final
Coat F/C Interspeed 6200, Red 175 mic applied.

8. Top Side Area Area Final Coat F/C Interthane 990,
Black & White 80 mic applied.

9. All markings are carried out in all recommended areas.

10.  All the activities have been inspected and approved
by International Paint Inspector.

|@- PBP SERVICES MIDDLE EAST




SAIPEM-46 MAIN DECK

SCOPE OF WORK

1. Degreasing done on all recommended areas.

HP washing done at 250 bars.

Full Grit Blasting SA 1.0 and SA 2.0 done on
main deck plate & main deck outfitting.

4. 1st F/C Hempadur Quattro, Red 125mic applied B o BN o o = S
on main deck plate and main deck outfitting. oo % - . - o

e  E- . = 5 E 1y -l !
1st S/C Hempadur Mastic, Green applied on main deck plate. 0 Ly e e : e i ll‘ E L
A - | i g | ' B b | -

1st S/C Hempadur Mastic, Black applied on main 2 ; =

deck outfitting.

/. Final coat Hempadur Mastic, Green 125mic applied
on main deck plate.

8. Final coat Hempadur Mastic, Black 125mic applied on
main deck outfitting.

9. Carried out new tracing and marking of STACK NO and
stenciling marking on the main deck.

10.  All above works are carried out according to agreement.

1. All the activities have been inspected and approved
by Hempel Paint Inspector
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SAIPEM -46 HULL
BEFORE

SCOPE OF WORK

1. HP washing done at 250 bars.
2. Spot & Full blasting SA 1.0 and SA 2.0 done.
3. Low pressure washing done.

4. 1st F/C Hempadur Quattro, Venetian Red applied 150mic on
underwater area and 100mic on top side of the hull.

5. 2nd F/C Hempadur, Yellowish Grey applied 125mic on underwater
area and also Hempadur Quattro, Beige 100mic on top side.

6. 1st A/F Hempel's Antifouling Oceanic+, Brown 80mic applied on
underwater area.

7. Final A/F Hempel's Antifouling Oceanic+, Red 80mic applied on
underwater area.

8. Final coat Hempathane Top Coat Jet Black, applied 50mic on top side.
9. Hull marking Barge Name, Port of Registry, Draft Marks,
Plimsol Marks, Load Line Marks had been painted with two coats of
White Top Coat paint.

10. All above work are carried out according to specification.

1. All the activities have been inspected and approved by Hempel
Paint Inspector
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SEA DOLPHIN

SCOPE OF WORK

—_

Hard barnacle scrapping done at vertical & flat
bottom of hull.

HP washing done at 250 bars.
Blasting SA 1.0 and SA 2.0 done.
Low pressure washing done.

a kb

1st F/C Jotamastic 80, Aluminum 150mic applied
on vertical & flat bottom, and also 125mic applied on top side.

Low pressure washing done.

2nd F/C Safeguard Universal ES, Grey 100mic
applied on vertical & flat bottom, and also Jotaguard
630, Grey 125mic applied on top side.

8. Final coat A/F Seaforce 30 M, Brown 115mic applied
on flat bottom and 130mic on vertical side.

9. Final coat Hardtop XP, H 3010, Blue 50mic applied on
topside.

10.  Vessel name & port of registry, IMO, draft marks & pimsol
marks, tug marks were painted with two coats of white paint
done (Job No # 9116).

1. Carried out application of float coat in 2 location Rudder
(2 Nos.) with Yard supplied oil (Job No # 6471).

12.  All above works are carried out according to agreement.

13.  All the activities have been inspected and approved by
Jotun Paint Inspector.
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BAHRI GRAIN
BEFORE

SCOPE OF WORK

1. HP washing done at 250 bars.

2. Full grit blasting SA 1.0 and SA 2.0 done at lower
hopper 4 sides; Spot grit blasting SA 2.0 done at Fwd
Bhd & Aft Bhd up to 8 mtr.

3. Low pressure washing done.

4, Final coat Umeguard SX HS, Red Brown 175mic applied.
5. All above works are carried out according to agreement.
6. All the activities have been inspected and approved by

CMP Paint Inspector.
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AD-80 MAIN DECK
BEFORE

SCOPE OF WORK

1. Mechanical treatment carried out on all recommended areas.

2. HP washing done at 250 bars.

3. Additional HP washing done due to rain.

4. 1st F/C Hempadur Quattro, Red 150mic applied.

5. 1st S/C Hempadur Quattro, Beige applied.

6. 2nd F/C Hempadur Quattro, Beige 150mic applied.

7. Final coat Hempathane Top Coat, Grey 50mic applied.

8. Main deck Walkways marking carried out with Hempathane Green
and Yellow.

9. All the activities has been inspected and approved by ASRY QC

& Hempel Paint Inspector.
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AD-80 DWT TANK
BEFORE

SCOPE OF WORK

1. Degreasing done.

2. High pressure washing done at 250 bar.

3. Grit blasting SA 2.5 done entire tank.

4. 1st F/C Hempadur Multi Strength Red 250mic applied.

5. 1st S/C Hempadur Multi Strength Off White applied.

6. 2nd S/C C Hempadur Multi Strength Red applied.

7. Final coat Hempadur Multi Strength Off White 250mic applied.

8. All the above works are carried out according to the specification.
9. All the activities has been inspected and approved by ASRY

QC & Hempel Paint Inspector.
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ROYAL BAHRAIN NAVY (MAIN DECK)
BEFORE

SCOPE OF WORK

1. Protection done before HP washing.

2. HP washing done at 250 bars.

3. Protection done before grit blasting.

4. Grit blasting SA 2.0 & SA 1.0 done on main deck, Spot grit

blasting SA 2.0 done on poop deck and Grit blasting SA 2.0
done on forecastle deck.

5. Low pressure washing done.

6. 1st F/C Jotamastic 90, Aluminum Red Tone 150mic applied 13

on main deck & forecastle deck. 2nd F/C Jotamastic 90, STD 038

Grey 150mic applied on main deck
& forecastle deck.

7. 1st T/U Jotamastic 90, Aluminum Red Tone applied on

poop deck. 14.  2nd T/U Jotamastic 90, STD 038
8. Mechanical treatment done on all new steel areas. Crey applied on poop deck.
9. HP washing done at 250 bars. 1o I;igranlig/;p;?ergtgr? rﬁggnsggcf,rzigp
10. Jotamastic 90, Aluminum Red Tone applied on all new deck & forecastle deck.

steel area. 16. All above works are carried out

1. S/C Jotamastic 90, STD 038 Grey applied on main deck according to agreement.

& forecastle deck. 17. All the activities have been inspected

12. Low pressure washing done due to dust wind. and approved by Jotun Paint Inspector.
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STC-24 HULL
BT

SCOPE OF WORK

1. Degreasing and HP washing carried out with fresh
water at 250bar.

2. Grit blasting SA 2.0 carried out.

3. 1st F/C Jotamastic 90, Aluminum 75mic applied.

4. 2nd F/C Jotamastic 90, Aluminum Red tone 150mic applied.

5. 1st S/C Jotamastic 90, STD 038 Grey applied.

6. 3rd F/C Jotamastic 90, STD 038 Grey 150mic applied.

7. Final F/C Hardtop XP, Grey 50mic applied.

8. All walk way markings are carried out on recommended areas.
9. All activities are carried out as per agreement.

10. All the activities have been inspected and approved by ASRY
QC & Jotun Paint Inspector.

(®) PBP SERVICES MIDDLE EAST

BAHRAIN-STC- 24

N
-




SENUSERT (ACCOMODATION DECK)
BEFORE

SCOPE OF WORK
1. Degreasing and HP washing carried out with fresh water
at 250bar.
2. Grit blasting SA 2.0 carried out.
3. 1st F/C Jotamastic 90, Aluminum 75mic applied.
4. 2nd F/C Jotamastic 90, Aluminum Red tone 150mic applied.
5. 1st S/C Jotamastic 90, STD 038 Grey applied.
6. 3rd F/C Jotamastic 90, STD 038 Grey 150mic applied.
7. Final F/C Hardtop XP, Grey 50mic applied.
8. All walk way markings are carried out on recommended areas.
9. All activities are carried out as per agreement.

10. All the activities have been inspected and approved by ASRY QC
& Jotun Paint Inspector.

(®) PBP SERVICES MIDDLE EAST




AD-30 RAW WATER PIPE
BEFORE
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SCOPE OF WORK A g |
1. Chipping carried out on all recommended areas.
2. Mechanical treatment ST 2.0 carried out on all

corroded areas.

3. Solvent cleaning carried out.

4, 1st F/C Hempadur Multistrength, Red applied. i’ i o
o ‘g r?l

5. 2nd F/C Hempadur Multistrength, Black applied. 53 =

= s

6. Final F/C Hempathane Top coat 5521, Red & White applied. i of

7. All the activities are carried out as per agreement.

8. All the activities has been inspected and approved by

Captain & Hempel Paint Inspector

(®) PBP SERVICES MIDDLE EAST




AD-30 DWT TANK
BEFORE

SCOPE OF WORK

1. Degreasing and HP washing carried out with fresh water
at 250bar.

2. Grit blasting SA 1.0 & SA 2.5 carried out on tank bottom,
longies and frames, remaining corrosion area spot grit blast
SA 2.5.

3. 1st F/C Hempadur 15570, Red 75mic applied.

4. 1st T/U Hempadur 15570, Red applied.

5. 2nd F/C Hempadur Quattro, Red 150mic applied.

6. 1st S/C Hempadur Quattro, Biege applied.

7. 2nd S/C Hempadur Quattro, Red applied.

8. Final F/C Hempadur Quattro, Biege 150mic applied.

9. All the activities are carried out as per agreement.

10. All the activities has been inspected and approved by Hempel

Paint Inspector.
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AD-30 PLT TANK
BEFORE

SCOPE OF WORK

1. Degreasing and HP washing carried out with fresh
water at 250bar.

2. Grit blasting SA 1.0 & SA 2.5 carried out on tank bottom,
longies and frames, remaining corrosion area spot grit
blast SA 2.5.

3. 1st F/C Hempadur 15570, Red 75mic applied.

4. 1st T/U Hempadur 15570, Red applied.

5. 2nd F/C Hempadur Quattro, Red 150mic applied.

6. 1st S/C Hempadur Quattro, Beige applied.

7. 2nd S/C Hempadur Quattro, Red applied. I '

8. Final F/C Hempadur Quattro, Beige 150mic applied.

9. All the activities are carried out as per agreement.

10. All the activities has been inspected and approved by

Hempel Paint Inspector.
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AD-30 MUD PIT TANK
BEFORE

SCOPE OF WORK

1. Degreasing and HP washing carried out with fresh
water at 250bar.

2. Grit blasting SA 1.0 & SA 2.5 carried out on tank
bottom, longies and frames, remaining corrosion area
spot grit blast SA 2.5.

3. 1st F/C Hempadur 15570, Red 75mic applied.

4. 1st T/U Hempadur 15570, Red applied.

5. 2nd F/C Hempadur Quattro, Red 150mic applied.

6. 1st S/C Hempadur Quattro, Beige applied.

7. 2nd S/C Hempadur Quattro, Red applied.

8. Final F/C Hempadur Quattro, Beige 150mic applied.
9. All the activities are carried out as per agreement.

10. All the activities has been inspected and approved by

Hempel Paint Inspector.
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AD-30 SHALE SHAKE PIT

BEFORE

SCOPE OF WORK

1. Degreasing and HP washing carried out with fresh water
at 250bar.

2. Full Grit blasting SA 2.5 carried out.

3. 1st F/C Hempadur 85671, Red 150mic applied.

4. 1st S/C Hempadur 85671, Off White applied.

5. 2nd S/C Hempadur 85671, Red applied.

6. Final F/C Hempadur 85671, Off White 150mic applied.

7. All the activities are carried out according to agreement.

8. All the activities has been inspected and approved by

Hempel Paint Inspector.
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AD-30 SHALE SHAKE PIT
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APPENDIX

WORK COMPLETION REPORT

STC - 24 HULL

S - 46 MAIN DECK
S-46 HULL

SEA DOLPHIN
BAHRI GRAIN
BAHRI BULK

AD - 80 MAIN DECK

AD - 80 DWT TANK

ROAYL BAHRAIN NAVY MAIN DECK

(®) PBP SERVICES MIDDLE EAST

STC - 24 HULL

————

Aa@ | puswren | A35(@
Work Completion Report

Viesoel Nume STC 3 BARGE Ohrder ¥, 192305

Deparisent FEF SERVICES Sevtian o

Juh WACOLA i Dwwer's WO

e et i B ez

Thacmmants =k e e S W S |

1. HP washing dose ai 250 bar.

2. Spot blasting 5S4 1.0 and 54 20 dene.

3. Low pressure wushing done,

4, 1-wnmrh;mmmm-hmm-mu-ul
128mie on bop side of the bull.

5, = T/l Hempadur Dark Beize applied 108mis om flat bettom, 188mic oo vertical side and slo
Hempadur Fasy Grey 125mic oa tep side.

& 1% AJF touch up Hempel's Astifoalisg Occanict Bordeaux 100mic applicd om vertical side.

7. Final AF Hempel's Antifouling Oveamict Reddish Bordeaus 118mic applied on vertical side asd
1¥imic oa Mat boliom.

&, Final cont Hempatbane Top Coat Jet Rleck, applied Shsie an top side.

9, Hull marking Barge Name, Pert of Reglsiry, Draft Marks, Plisssol Marks, Load Line Marks bad
been painted with twe coats of White Top Coat paini.

10, All above work are earried owl necording b specification.

& We coafirm thal the work ks bees carried out satisEaciurily.
Por ASRY Trade Supervisor ASRY Ship Repair Manger TPLTCA

i . putad Derigaaion | s Flaggi | Mame | Adreassy .

ac .

Dates ala| Thate: A |14 Dates Y ETELT

Form o, A0 01 /01 s, e, (1L Wevision Dute: ow, 21, 3011




S-46 MAIN DECK S-46 HULL

e
ASRY YARD AS ASRY SHIP YARD AS o
AF® il A7® AR ® _ Iy
Work Completion Repart Workom
Vesael Manie BARGE 5 46 iwder 8. 19E3ng Vieusel Name BARGE 5 # Oirder A, (it
Treparineest PEF SERVICES Keclion Qc keparmment PEF SERVICES Section 0o
Job WL 2181 Crmer's W Job #CLLE 181 Ommer's W0
Document § 65 MAIN DECK Date T T TE ] Docament ¥ 65 MAIN DECK Date DETAZ0D
n Keference ﬂrl.lrllpﬂ‘l‘hr
mr\.‘l::um p.l'l:lltiﬂ-—_ e it 5 s Mk Dosamenis o | A =L — — — —
Deetails of Work Carried Out; Details of Work Carried Out:

I Dgreasing dose on all recommended nreus. 1. Degreasing done om all recommended sres.

1. WP vashing dows at 250 bar, 2. HF washing denc at 250 bar.

3. Full Grit Blasting SA LD and SA 2.0 dose os main deck plate & main deck outfittings. 3. Full tirit Blasting SA L0 and 54 2.0 done on mesin deck plate & main deck ouefittings

4 1% FAC Bhempadur Quattro, Bed 125mic applicd on main deck plate and main deck outfitlings. 4. 1" FIC Wempadur Quattro, Red 125mic applied o8 main deck plate and main dock outfitings.

& 148/ Hempadur Mastic, Grees appiied on main deck plate. 3, 17 S Hempadur Mastie, Grecn applicd on main deck plaie.

6. 1 5/C Hempadur Mastic, Iack applicd on ssain deck owtlttings. #, 17 5AC Hompudter Masi, Black applied sn maln deck: sutlifings.

s A main dech
7. Final coat Hempadur Mastie, Green 125mic applied on ssin deck plate, 7. Final coat Hempadur Mastic, Green 125mic applied on main plate.

4 Final coat Hempadur Mastic, Black 125mic applied on main deck sutfitiogs. % Finad coat Tempadur Mestic, Black 125mic applied on main dock sutfiftings.

© 0, Carcied sul new tracing ssd marking of STACK NO nnd steweiling marking os e maln deck. * 8. Carried out new tracieg and marking of STACK NO and stenciling sarking on the main deck.

1L AR sbove works are carried 0wl accordisg i agreemenl

1 has been ins wd wl Paint Inspecior.
11 All the activitics has been inspeeted and approved by Hempel Paint Inspector. B . Mmiumm':uunﬁﬁ:ﬁ;n:ﬁﬁuhﬂmw ; Sm— ]

10, All above works are carried sut accerding o sgrooaat.

‘W canlirm that 1he work hag been cxrried oul saltisFes torily. pr=rrrm
Far ASRY Trade Supervisor Nm‘w TRICA e e T apnY Fruject Manager TRUCA
Mams & e A N
D | s Q?’l"" Mame | [Gogppuen | Hame EANDELL w | AW Gl | T 1_?7":’-’? & s kil
' [ 5 | ?
Signaiure | Sgnsiure i | Sigmature | Ggtrd | C:.; %, Tt /%‘
i |
[ - c . Ladez 'f" Uhaba: 1 IE
N € XN R ) 2 e T - (3 2 R X
Ravigion Date:
Form Mo, ACK 61§ FIL e, o, 01 Riisioen Dt M, 2 2011 Fuim Ho. &06 0L/ FO1 R Mo e o 70, 7013
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SEA DOLPHIN

BAHRI GRAIN

—
mTQ ASRY SHIP YARD ASAY
Work Completion Report :
¥izacl Name SEA DMOLFHIN 1 Oirder #, 192310
Depariment FRP SERVICES Bection QC
Jobs WCOL8 mn Omvmer’s WA
Dosument B 65 ot T m':“ AL | Dt RN
Mmm“%_m
Docunmtuts e s
Details of Work Carried Qut:
Surface Preparation & Presoations
1. Mard barssch scrapping done lluﬂ:d& Mat botion of hull,
L. HP washing done at 230 bar,
X Blasting A 1.0 and 54 2.0 dowe.
4. Low pressure washing
2 1R i 0, Al 150smic applied oo vertics] & Mat bubiom, and alss 125mic applicd

on lop side.

G Low pressare washing deone.

7. I FIC Safrguand Universal ES, Grey 100mic applied on veriieal & Nat bottam, and sl Jotsguard
630, Grey 125mibc applied o iop side.

&, Final coat AJF Seabforee 30 M, Brown 115mée applied on Ml bettom snd 130mie on vertical side.

%. Final coat Hardsop XP, H 3010, Blse S0mic applied on topside.

10, Vessel manve & port of registry, IMO, drafy marks & pimsol marks, g marks were paindod with
v coals of white paint done (Job Mo @ 9116).

Il Carried out application of float coat in 2 lecation Redder (2 New) with Yard supplied oll (Jobs Ne ¥
TR

12 Al ahove works are carried osl scoanding io ngreement.

13. All the sctivities las been inspeeted and approved by Jstun Paint Inspecior,

@ﬁﬂ"f ASRY SHIP YARD ASRY
| LU
Weork Completion Report
Vemael Masme BAHRI GRAIN Chrder #. 192ms
Department PEF SERVICES Section QC
Job #AC.OF S10d Owmer's W0
Decument i 65 CARGO HOLD No 02 Date RS20
Reference Dr=wisgaiDthar
Docaments S, R

Details of Work Carrigd Qut:

Surface Preparstion & Preservations
1. HF washing done al 250 bur,

2. Fell grit blasting SA 1.0 and 84 2.0 dose at lower hopper 4 shdes, Spot grit Ilating SA 20 done ot
Fd Bhd & AN Bisd upto 8 mir.

3. Low pressure washing done.
4. Final coat Umegznard SX HS, Red Brown 175mic applied.
5. Al abwve works arc carriod out acoording to agreement.
6. Al the activities hos been inspected and approved by CMP Paint Inspector,

[Wo ke 5- fn'ex ag pes Arum/apfmmh

We canflrm h&m“mmuw,

For ASRY Trade Supervisor ASRY Ship Repair Massger For OwaeriClisat
et | F Ameer &"'p*! [YITAy . |t | b smnater

WQ — (W e | A

Far ASRY Trude Supervior ASRY Ship Hipair Masager P Chwmeeri o]
S . ] -
Piame & [=a il U [ rasme & . Nume IJ:'MS:H;
| | |
Signsturs C: Slgnature | Vv _r'L Signalerr ‘ﬂ
e " | ©qf0%]4 Date: | qlalzolg  |mee iaﬁ|¢3[]q .
o We ACHS £ O FE R, M. 21 Rewidon Date: Moy, 21, 3011

Date: | @s-3-dow |Dus %] 04, 2013 | Dae 0B A

4! PBP SERVICES MIDDLE EAST

Form Ne. AQS /01 / FOR e, M 01 FRevislon Daes Mow, 21 M1




BAHRI BULK

AD - 80 MAIN DECK

r'

SRY ASRY SHIP YARD
G55 . AR
Work Complction Report
Viessel Mamie BAHRI BULK Order i, 192006
Department FEF SERVICES Section 0o
Job WICO 91 Orwner's W0
Docunscat ¥ 65 CARGO HOLD Mo 05 Date I3D4201%
Referenee DrawingsUther
Do otz L = B Wit =l N
Details of Work Carried Qui:
Eurfaie Preparation & Pressrvations

1. HF washing done at 230 bar,

L. Full grit blasting S5A L0 and 5A 2.0 done ai lower hopper 4 sides, Spod grit blasting Sa 2.0 done at
Fuvd Bhd & ARt Bbal wpto § mir.

% Low pressure washing duns,
4. Final coat Umeguard 5X HE, Red Browa 175mic applicd.
£, All abvve warks are carried owt sccarding i AETEEmbEnl.

e All the #ctivitics has boon inspected and approved by CMIPF Paini Inspector.

Wemnfﬂhllkwﬂhlmawﬂul limlactarily.

—
ASRY | ASRY OFFSHORE SERVICES ASRkY
L 4 Wark Completion Report b
Wiy Name ADY SO Oirder #. 1T
Diepartment PRI SERVICES Sevlion o
Juh BAC.OLF 2181 Urmer's W0
MAIN DECK STRD & MATN
s DECK UNDER CANTILEVER | T S
Reference Drawingstither
Drcumints Nl
Detai rried Out:
] Fion & P ryali
1. Mechamical trostement carried nai on all recommended arems.

2, HIF washing done at 220 bar.
1, Additional HI washing dose due ta Fain. 1
4. 1" BT Hempadur Qmatiro, Red 150mic applicd. |
£ 1% C Hempadur Quattre, Blege applied,

&, 2 FAC Hempadur Quattro, Biege 150mic applicd.

7. Final coat Hempathane Top Coat, Grey Simic applicd.

&, Main deck Walkways marking carriod owl ni.'lh Hempathame Green and Yollow.

9, All the activities has been inspected and approved by ASRY QO & Hempel Paint Inspeciar.

Wa confirm that the work has been carried mtuﬂulﬁorﬂr_.

ASRY Offahore Serviors [A0%]
For ASRY Trade Supervisar Pasject Manager o st Clemt

T Ll Nl G e

R 2 R i MQXW

For ASRY Trade Superviser ASRY Ship Kepair Manager For Owner/Client
Doigemiion_| 5+ ARELS e e | WTAY E, [name =T
B |
Kigmature | / Shgmalure Shgnalury 2
| L :
Duie: [ -2 -1 Dl I [S5jgfm Late: | ke A5
Form Mo. A0% /00 B0 Rev, No. 0] Earvision Dute: Moy, 31, 7001

Bates . &ﬁo*rlm‘j o -9

Form he. A5 00 0L Rew. Mo, 0 Rurwigion Datec Mo, 1, 2001
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AD - 80 DWT TANK ROYAL BAHRAIN NAVY MAIN DECK

ASRY | ASRY OFFSHORE SERVICES ASRY ﬁ nT@ ASRY SHIP YARD ASRY
u ﬁ,U LUl
U Wiork !;nmEtlinn ﬂrl WgrlEnmE!!ﬁm Report
Rig Mumse anm b 1L Vsl Name RENS MASTHAN Order #. 193013
Department PEPF SERVICES Section o0 nq' PEF SERVICES Becth Q‘:
Job WO 212 Cermer's Wl Job B1C.04 2181 Ovrner’s W.0
Docussent # DRILL WATER TANK NO #26 | Date 012019 -
Reference Drawings/Other Docoment # 85 DECKFORECASTLE DECK | P ANOEIN L3
Docunsests
Surface P tien & Prestrvations | Details of Work Carried Out:
I. Degreasing done, | Surfece Preparation & Preservations
L. Protection dose belore HF wushing,
2. Migh pressure washing done st 230 bhar. 2, HF washing done al 250 bar,
| 1, Protection dose befare grit biasting.
3, Girid blasling 5A 2.5 dene endire lank. \ 4. Grit blasting SA 20 & SA 1.0 dose on main deek, Spot grit bissting SA 2.0 dose on poop deck umd
Crit blasting 54 2.0 done om forecastle deck.
4. 1" FIC Hempadur Multi Strength Red 158mic applied | £, Low pressure washing done.
| & 17 FIC Jotamastic 90, Alumisism Red Tose |50mic applied on mein deck & forecastie deck.
5, 1" S/C Hempadur Mslt Strengil O White applicd. 7. 19 T/U Jotamastic %0, Aluminium Red Tone applied oa pesp dock.
8. Mechamical treatment done om all new stoel arcas.
. 2% 8N C Hempadur Mulii Strength Red applivd. i 9. HF washing done at 230 bar.

10, Jotamastic 90, Alumininm Hed Ton: applicd on all new stel arca,

11. S/C Jotamastic 90, STD 038 Grey applied oo main deck & forecastle dock.

12. Low pressare washisg dene due to dest wind.

13, 2% FAC Jotamastic M, ST 038 Groy 150mic applied on main deck & forccastle dock,

7. Final cot Hempadur Muolti Strength O White 258mic applicd. .|

. All 1 abeve works are carried out sccording fo the specification,

o 14, 2~ T Jotamastic 90, 5T 038 Grey applied on poop deck.
9 All the setivitics has been inspected and approved by ASRY QC & Hempel Paint Inspectar, 15, Final F/C Hardisp XP, STI Green Shmbs s poop deck & p—
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PBP SERVICES MIDDLE EAST

BLASTING, CLEANING & PROTECTIVE COATING

Mobile: 0097338324800 | Email: info@pbpservicesmiddleeast.com
Office: Floor 6, Office 608, Bldg 125, Road 1702, Block 317,

Trust Tower, Diplomatic Area, Manama, Kingdom of Bahrain



