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OCEAN -7
BEFORE

SCOPE OF WORK

1. Under Water Area Blasting SA 1.0 (563 Sq.M)

2. Top Side Blasting SA 2.0 (65 %) & Blasting SA
1.0 (35%) -(118 Sq.M)

3. Re-blasting Sweep — (208 Sq.M)
4. H.P Washing with Fresh Water Done.
5. 1st F/C Jotaguard 630, Grey 150mic applied.

6. 2nd F/C Jotaguard 660, Grey 150mic applied.

7. Final coat Hardtop XP, 50mic applied (only Top Side).

8. Marking and Anod T/Up Done.

|fﬁ::PBP SERVICES MIDDLE EAST




SEA CONSTRUCTOR
BEFORE

SCOPE OF WORK

1. H.P Washing

2. Under Water Area SA 1.0 (90 %) & Blasting
SA 2.0 (10%) -(670 Sqg.M)

3. H.P Washing with Fresh Water Done.

4. 1st F/C Jotaguard 630, Grey 160mic applied.

d. L.P Washing with Fresh Water Done.

0. Re-Blasting on New Steel Welding — (5 Sq.M)

/. Final coat F/C Jotaguard 660, Grey 160mic applied.

8. Hull Markings Done.
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OFFSHORE CAT

SCOPE OF WORK

1. H.P Washing

2. Under Water Area SA 1.0 (50 %) & Blasting
SA 2.0 (50%) -(425 Sqg.M)

3. H.P Washing with Fresh Water Done.

4. 1st F/C Jotamastic 80, Aluminum @ 125mic
Topside & 150 mic Under water applied.

d. L.P Washing with Fresh Water Done.

6. 2nd F/C Jotamastic 80, Grey @ 125mic Topside &
Safeguard universal ES, Plum @ 100 mic.
Under water applied

/. Final coat F/C Hardtop XP Black @ 50mic Topside
& Seaforce Active Light Red @ 100 mic.
Under water applied.

8. Final coat F/C Seaforce Active Light Red @ 100 mic
Under water applied.

9. Hull Markings Done
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GTO 1904

SCOPE OF WORK

BEFORE

1. H.P Washing

2. Blasting SA 1.0 = 20 Sq.M (New Steel Areas)
3. Blasting SA 2.0 - 12 Sq.M (Heavy Rusted Area & Burn Marks)
4. L.P Washing.

5. 1st Coat Application Jotaguard 630, Grey @ 150 Mic

0. 2nd Coat Application Jotaguard 660, Red@ 150 Mic

7. Hull Markings Done
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GTO 1904
AFTER




GTO XXl
BEFORE

SCOPE OF WORK
1. Under Water Area Hard Scrapping Done - 546 Sq.M
2. Under Water Area H.P Washing Done - 546 Sg.M
3. Top Side Blasting Done SA 1.0 - (80 % = 179.2 Sq.M)

& SA2.0-(20 % = 44.8 Sq.M)
4. Top Side H.P Washing Done - 224 Sq.M
5. 1st Coat Painting with Jotaguard 630, Grey @ 150 Mic -224 Sg.M
6. 2nd Coat Painting with Jotaguard 630, Red @ 150 Mic -224 Sg.M
7. Final Coat Painting with Hardtop XP, Black @ 50 Mic -224 Sq.M
8. Hull Marking and Anod T/Up Done
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GTO 197
BEFORE

SCOPE OF WORK
1. Hard scrapping
2. H.P Washing
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SEA MARINE

BEFORE

SCOPE OF WORK
1. Hard scrapping
2. H.P Washing
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WOODEN BOAT

BEFORE

SCOPE OF WORK
1. Hard scrapping
2. H.P Washing
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ALMOYYED 24
BEFORE

SCOPE OF WORK
1. Hard scrapping
2. H.P Washing
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GTO 197 GTO 194
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Client NASS MARINE Reference %0 | TISIARNASSMOL22 Clant NASS MARINE Refercnce 5 | 1IRBABNASS MANI2
Project GTO 197 Location  MULL-UNDER WATER Fruort GO 19 Locutins HIULL-UNBER WATER
Documni Ma, FPEE-SME-CTO 19 WORa1 Dmie 14 Do wman M FEFNMSCTO 190 WOREH Train aTaail
Details of Work Carried Out: Details of Work Carried Out:
Surface Preparstion & Freservations | Ssrfnce Preparation & Proscrvarisss

1. P Washing full Under Water. Ao s
2. Total Aren L1k Sq.M * Flat Botives D% SA 18 & 10% 54 20
* Verticsl Skie 8% SA 10 & 20% SA 10
= Top Side 40%% 54 1,0 & 68% 84 L0
. 1L.P Washing with Freah Water,
U ICoat Appleation Sptwgaard 630, Grey @ 150 Mie
5, 2 Coat Application Jutagsand 660, Redi@ 158 Mic
6. Final Coat Application witk Hardtap XF, Backi 50 M { Galy o Top side)
B, Hul Markisgs Dose.
5. All works are carvied out seconding fo agreemend.
[: All the setivitles have bees imspeoied and spproved by
Hemarks: - 0, Total Ares 1545 Sq.M
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Qmality Coatral QA Far CrenariCliens We ponllrm (hat Uhe work han boen enrrinl sut sachfseiorily,
FIIF Qualiry Cimiral NS For G ki
AFIALPT [0S

RaLs SLka st Ay

ame (ﬂ : _ . o | weee || oo

Sigmatura M Signature i I‘L o ] . L~

= (B = S VO — O [ W
L1 L rE] Baar (L% plpiirad

PEACC O Uatx: g | e
FRR G
AT BT 4 E @ 8 e (#Fn 408 Tt T,
S ¥ 00 P, o 458, Trust Tommie, P PR PO s EgAEreTaTIAdsaar m ”Flﬂqlﬂ!ﬂm!lm
6T 7796 T et

B 10, By Ui, Pt 172
[kt b

PBP SERVICES MIDDLE EAST




PBP SERVICES MIDDLE EAST

GTO XXl

[
PBP SERVICES MIDDLE EAST...

BLASTING, CLEANING & PROTECTIVE COATING

LI FURRPI, U VL P E'-I'. :E 3]

Cliemt NASS MARINE Rafrrmee Mo | DI BNASSMANID
Frojeet GO XX Lt mrion Hall
Dacument N, FEPNMECTO W CR-a e [EL 22 (had
Details of Work Carried Oul:
Sacface Freparation & Preseryations
« Under Water Area Hard Serapping Dose — 546 5q.M
. Under Water Arva ILF Washing Done = 546 5g.M
. Top Side Elasting Dome SA 1.0 = (30 %= 1792 S0 & SA L0 - (30 % = 448 5q.M)
. Top Side ILF Washing Done - 124 Sq.M

. 2 Cpat Painting with Jotsguand &30, Ked @) 150 Mic <224 Sq.M
7. Fimal Coat Painting with Hardiop XP, Black & 50 Mic -224 Sq.M
. Hull Marking and Aned T/1p Done
Al works are carried oui acosrding b SErecemcnl.
10, Al the: aectivities have been inspreird sed spproved by Client,
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Work Completion Report

Cleni NAKS MAHINE Referemor No | SRR OaIIIREVAE
Pragect AEANS BARGE Lascation HULL
Thammment M. FEP-NMS-OCEAN-T-WCR-81 Dhage 1902

Details of Work Carried Out:
Syrisce Preparsiion & Proscrvations

i LUmnder Water Area Blasting 54 1.0 (583 5q.0M)

LTop Side Blasting 5A 2.0 (65 %) & Blasting SA 1.0 (353%) {115 Sq.M)
| 3. Reblasiing Swoep — (208 Sq.M)

| ALHL.P Washimg with Fresh Wter Done.

1% FIC Jotnguard &30, Grey 150méc applied.

b 1% FAC Jotaguard 660, Grey 150mic applied.
g T.Fimal coat Hardtop XP, Sbmic applied (only Top Side). |
E&le‘duuﬂa\lnd'rnp Ihone. |

Al warks are earried sul sccording (o agreemest. |
|

| 10 A thse aetivities has boen inspected asd appreved by Client, |

| Bemarks: -

W conflrm that the work has been carvied sat sathduciorily,
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OFFSHORE CAT SEA CONSTRUCTOR
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Work Completion Report
Work Completion Report
Client NASS MARINE Reference Mo | 100 ABNASS MUOL22
Cliert NASS MARINE "f::""
Project SER CONSTRUCTOR Lasation HULL
Project CFFSHORECAT Location HULL e
PRP-NNG- SEACONSTRUCTON -
o nt M, mmm!;l:ﬂim‘l’ “WR- Dt D ummies. Mo, WORSI Diaie LI
Details of Work Carried Out: Dietails of Work Carried Out:
sprlace ration & Preservatio Sarface Preparmtion & Presorvatiens
. LH.P Washing
v g
L. Undler Water Area SA 1.0 (50 %) & Blatisg SA 2.0 [50%) -[425 Sq.M] LUnder Water Area 54 L0 (90 %) & Blasting SA 20 (10%) {670 Sq.M)
3 H.P'Washing with Fresh Water Done. Deme.
A H.F Washs ith Fresh Water
A 1" FfC botaradtic B0, Aluminum @ 125mic Topside & 150 mic Underwater applied. - )
5 LP'Washing with Fresh Water Done. A1 FIC Jetaguward 63, Grey 1ébmic applied,
6 T F/C Jotnmastic 80, Groy @ 1Smic Topshde & Salepusrd universsd B35, Plumn @ 100 mic  Under " "
— SL.P Washing with Fresh Water Done.
7. Fimal coat FfC Hardtap XP Black @ S0mic Topside & Seaforce Active Light Red @ 100 mic  Under 6. Re-Blasting an New Stoel Welding — (5 5q.M)
Water applied.
& Firal copt FJC Seaforce Active Light Aed @ 100 mic  Under witer applied, T.Finad eoat FI'C Jotaguard 860, Grey 160mic applied,
5. Hull Markings Dose. £ Hull Markings D
A0 All werks ae carried oot sccording to agreement.
11, Al the activities has been ingg dand app d by Client. T.All woarks are carried sul accerding o agreement.
B.All the activities has been inspected mnd spproved by Client.
Remarks: - .
W conlirm thad the work has boen carvied owi satidsoiorily.
We confirm thai ihe work has Beea carriod sot sathfact uality Condral Saparvisar For (rwnerCliest
Qual Ceatral ver Fa r
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Work Completion Repart Work Completion Repo

Client NASS MARINE cferonce Mo | T1nfusass e/ Cliene NASS MARINE Relerroce No | 1IRJARMNASS MOy
Froject Fu A A Locaiion HULL Projess WOODEN VESSEL Location HULL
Document Mo, | FEP-NMS TG FEAMARBE-WORA | Dake P Ducumest o - Piace 19052022

Details of Work Carried Out: Details of Work Carried Out:

arface Preparation & Prowervations sarfece Preparation & Proscroation
1. Hard Scrapping

L. HI Washimg {140 Sgq.M)

1. Hard Serappisg

2 1L Washisg {150 5g.M)

3. All works are carried oul scesrding be agreement.

4o Al the activitles has been inspected snd approved by Client.

3, All works are carried out scoerding (o agroemsest.
4. Al il activities has been imspected and approved by Cliest.

Remarks: = Rremarks
We confllrm that the work has been canvied st satisfactorily. We comliirm that the work has boo carried oul
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PBP SERVICES MIDDLE EAST

BLASTING, CLEANING & PROTECTIVE COATING

Mobile: 0097338324800 | Email: info@pbpservicesmiddleeast.com
Office: Floor 6, Office 608, Bldg 125, Road 1702, Block 317,

Trust Tower, Diplomatic Area, Manama, Kingdom of Bahrain



